Lampiran Tabel 2. Modulus kekakuan campuran dengan variasi persentase terhadap panjang serat ijuk
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PossionDeformasiModulus

Ratioµ +0.27Horisontal

Kekakuan (S

m

)

KNµmmmmMpa

S1-0,2 %, L - 0,5 cm200.000.330.601.0565.51754.51

S1-0,2 %, L - 0,6 cm222.000.340.611.1065.51879.53

S1-0,2 %, L - 0,8 cm211.000.360.631.1365.51784.90

S1-0,2 %, L - 1,0 cm194.000.340.611.0765.51689.98

S1-0,2 %, L - 1,2 cm173.000.310.580.9865.51563.70

S1-0,2 %, L - 1,4 cm125.000.290.560.9265.51167.95

Rata-rata1640.09

PossionDeformasiModulus

Ratioµ +0.27Horisontal

Kekakuan (S

m

)

KNµmmmmMpa

S1-0,4 %, L - 0,5 cm235.000.360.631.1065.52054.82

S1-0,4 %, L - 0,6 cm255.000.370.641.1565.52172.91

S1-0,4 %, L - 0,8 cm254.000.360.631.1865.52066.20

S1-0,4 %, L - 1,0 cm230.000.400.671.1565.52051.69

S1-0,4 %, L - 1,2 cm193.000.370.640.8565.52229.46

S1-0,4 %, L - 1,4 cm149.000.400.670.9565.51611.49

Rata-rata131.000002031.09

PossionDeformasiModulus

Ratioµ +0.27Horisontal

Kekakuan (S

m

)

KNµmmmmMpa

S1-0,6 %, L - 0,5 cm245.000.360.631.1865.51984.94

S1-0,6 %, L - 0,6 cm265.000.380.651.2565.52103.82

S1-0,6 %, L - 0,8 cm280.000.440.711.6365.51862.03

S1-0,6 %, L - 1,0 cm248.000.410.681.4865.51739.63

S1-0,6 %, L - 1,2 cm200.000.370.641.3565.51447.55

S1-0,8 %, L - 1,4 cm156.000.330.601.0065.51429.01

Rata-rata1761.16
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PossionDeformasiModulus

Ratioµ +0.27Horisontal

Kekakuan (S

m

)

KNµmmmmMpa

S1-0,8 %, L - 0,5 cm264.000.340.611.2165.52031.92

S1-0,8 %, L - 0,6 cm280.000.380.651.2265.52277.56

S1-0,8 %, L - 0,8 cm290.000.410.681.3265.52286.60

S1-0,8 %, L - 1,0 cm258.000.390.661.2865.52025.74

S1-0,8 %, L - 1,2 cm220.000.340.611.2565.51639.08

S1-0,8 %, L - 1,4 cm169.000.310.580.9865.51521.85

Rata-rata1963.79

PossionDeformasiModulus

Ratioµ +0.27Horisontal

Kekakuan (S

m

)

KNµmmmmMpa

S1-1.0 %, L - 0,5 cm171.000.320.591.0265.51524.48

S1-1.0 %, L - 0,6 cm182.000.330.601.0365.51618.62

S1-1.0 %, L - 0,8 cm180.000.320.591.0565.51544.65

S1-1.0 %, L - 1,0 cm170.000.300.571.0265.51449.30

S1-1.0 %, L - 1,2 cm141.000.280.550.9065.51309.69

S1-1.0 %, L - 1,4 cm108.000.250.520.7765.51107.96

Rata-rata1425.78

PossionDeformasiModulus

Ratioµ +0.27Horisontal

Kekakuan (S

m

)

KNµmmmmMpa

S1-1.2 %, L - 0,5 cm135.000.310.580.9865.51215.52

S1-1.2 %, L - 0,6 cm161.000.290.560.9665.51433.84

S1-1.2 %, L - 0,8 cm155.000.290.560.9265.51446.15

S1-1.2 %, L - 1,0 cm133.000.280.550.7865.51416.39

S1-1.2 %, L - 1,2 cm110.000.260.530.7265.51235.91

S1-1.2 %, L - 1,4 cm86.000.220.490.6265.51051.11

Rata-rata1299.82
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